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FH B P ERE SR 22 P i)

Applicant: Anping County Huirui Wire Mesh Factory

S i WAL 2 BRI 2 ACHIMA 2R 100 KAk

Address: 100 meters of Dongyulin, Dahezhuang Countryside, Anping County, Hebei Province

T JTARAE DRI S 2 XU TE = B A X = H 2R PG T IX 2 #k 1. 6 )=, 518012

Test site: 1,6/F.,Building 2,Sanwei Chaxi Industrial Park,Sanwei Community,Hangcheng Street,Baoan

Distrist,Shenzhen,Guangdong,China

FERER:
F i 4 FK (Sample Name): IR (Nickel foam)
#ill i 7% (Manufacturer): AnpingLilian Sieve Manufacturing Co. Ld..
100 meters of Dongyulin, Dahezhuang Countryside, Anping County, Hebei
Hitik(Address): 24 8 3 ping v

Province

KA H #A(Sample Received Date):  2020/05/11
W32 E H(Testing Period): 2020/05/11-2020/05/14

WX E K (Test Requested): #518(Conclusion):

HRYEZ BRI B 2 A B BE 22 56 2011/65/EU(RoHS) 545 2 M B 1IE % (EU)
2015/863 [ERAFIEKIFE P HT. . R SIS & BT HIE .

As specified by client, to determine the Pb, Cd, Hg, Cr®" content in the submitted sample in
accordance with Directive 2011/65/EU (RoHS) and its amendment directive (EU) 2015/863.
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PR L5 B (Test Result):
(AT RN AR 7 A PR S BRAE . JLB )
(Test Method/ Instrument/ MDL and Limit: See Appendix)

[=2=3 W3R L5 R Test result(mg/kg) b
No. Pb Cd Hg cré* Conclusion
D
1 N.D. N.D. N.D. N.D. 8 .
Conformity
R Note:

mg/kg =2 BT 5¢ (milligram per kilogram)

pg/em’ =1 5n 45 F 75 JE K (microgram per square centimeter)

N.D.= KA H CNFIHERER) (Not Detected (less than method detection limit))
N/A=A&EH (Not applicable)

MDL =5 %44 tH FR Method Detection Limit

¥ Remark:
- Boiling-water-extraction i /K2 HX: (X represents the results of the tested sample / X AFRFMFE i 45 5
Number Colorimetric result (Cr(VI) concentration) Judgement
e bt 45 (S (VIR ) e
1 X<0.1pg/cm’ Negative [ 1%
2 0.1pg/em’<X<0.13pg/cm’ Uncertainty AN &2
3 X>0.13pg/cm’ Positive FH %

- Negative indicates the absence of Cr(VI) on the tested areas concentration is below the limit of quantification.
The coating is considered a non-Cr(VI) based coating. FH4:3 BRI I A A8 & =T 2 2R, g
P EAAFAES NS
Uncertainty indicates the absence of Cr(VI) on the tested areas unavoidable coating variations may influence the
determination. AN E 7€ IR DX 008 2 7 A0 8% AN AT 3t 4 BRI AR AL S 25 SR U E , S BUIGTE A e 25
Positive indicates the presence of Cr(VI) on the tested areas concentration is above the limit of quantification and
the statistical margin of error. The sample coating is considered to contain Cr(VI). BH 3 B X I A 7S 4045
SRS TTEERR, WEEESH S
Storage conditions and production date of the tested sample are unavailable and thus result of Cr(VI) represent
status of the sample at the time of testing. FH T A SR ENEE i FIAE il 2 AR A0 AR = H B BRI 7S A B k5 SAY
AR A i RS

own'in thisstes

’r,, 3 report refer only to the sample(s) tested unless otherwise stated and the sample(s) are retained for 30 days only. The document
isissued bQéC, this document cannot be reproduced except in full with our prior written permission. The more details and the authenticity of the report will be

confirmed tj‘\ttp://www.agc- ; 18 C
No.

Tel: +86-755 8358 3833 Fax: +86-755 25316612 E-mail: agcO1@agc-cert.com @ 400089 2118
Add: Building 2, No.171, Meihua Road, Shangmeilin, Futian District, Shenzhen, Guangdong China




AGC
W% 25 (Test Report)

W& %% 5 (Report No.) : AGC10379200501-005 H #(Date): 2020/05/14 Y (Page):3/ 7

B 3R (Sample Description)
1 YA 4R /Nickel foam

i Appendix:

AT H WM B J7 AU PR FRAE
Test Item Test Method/ Instrument MDL Limit

% Lead (Pb) IEC 62321-5:2013/ICP-OES 10mg/kg | <1000mg/kg
% Cadmium (Cd) IEC 62321-5:2013/ ICP-OES 10mg/kg <100mg/kg
7K Mercury (Hg) IEC 62321-4: 2013+A1:2017/ ICP-OES 10mg/kg | <1000mg/kg
FE&JE: e ()

Non-metal IEC 62321-7-2:2017/ UV-Vis 8mg/kg <1000mg/kg

Hexavalent Chromium (Cr®")
&I ANtk ()

Metal IEC 62321-7-1:2015/ UV-Vis 0.1pg/cm? /
Hexavalent Chromium (Cr6+)

% I 5L K (PBBs)

Polybrominated Biphenyls (PBBs)
- —IREXZK(MonoBB)
-Monobromobiphenyl (MonoBB)
- IR (DiBB)
-Dibromobiphenyl (DiBB)

- ZIRBK(TriBB)
-Tribromobiphenyl (TriBB)

- VUIREEK (TetraBB)
-Tetrabromobiphenyl (TetraBB) TR A

:Pglszﬁraifégf nﬁ:f Bl)(PentaBB) IEC 62321-6:2015/ GC-MS Single Sum
D BE smgkg | <1000mg/kg

- NIREXK (HexaBB)
-Hexabromobiphenyl (HexaBB)
- LIRECPK (HeptaBB)
-Heptabromobiphenyl (HeptaBB)
- )R (OctaBB)
-Octabromobiphenyl (OctaBB)

- JUIR¥XZ (NonaBB)
-Nonabromodiphenyl (NonaBB)
- TR (DecaBB)
-Decabromodiphenyl (DecaBB)
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AT H PR T EML 5 T7 A R FRAEL
Test Item Test Method/ Instrument MDL Limit

Z R Kk (PBDEs)
PolybrominatedDiphenylethers (PBDEs)
- IR KM (MonoBDE)
-Monobromodiphenyl ether (MonoBDE)
- ZHZKNK(DiBDE)
-Dibromodiphenyl ether (DiBDE)

- =R %MWK (TriBDE)
-Tribromodiphenyl ether (TriBDE)

- PUYR —FM#(TetraBDE)
-Tetr:clbrorflfdiphenyl ether (TetraBDE) LT B

- FUR—MB(PentaBDE) [EC 62321-6:2015/ GC-MS Single Sum
-Pentabromodiphenyl ether (PentaBDE) Smo/k <1000me/k
- NI 2K ¥(HexaBDE) gre 1= gike
-Hexabromodiphenyl ether (HexaBDE)
- LR = KM (HeptaBDE)
-Heptabromodiphenyl ether (HeptaBDE)
- J\IR KM% (OctaBDE)
-Octabromodiphenyl ether (OctaBDE)

- JUR —KT#¥(NonaBDE)
-Nonabromodiphenyl ether (NonaBDE)
- TR ZZKM¥(DecaBDE)
-Decabromodiphenyl ether (DecaBDE)
5% M 5t ] FE(DIBP)
Di-iso-butyl phthalate (DIBP)

A2k —HR —IF T fig(DBP)

Dibutyl phthalate (DBP)

WA HRE TR ER(BBP)

Butylbenzyl phthalate (BBP)

SRA IR —(2- £ % O35 (DEHP)
Di-(2-ethylhexyl) Phthalate (DEHP)

50mg/kg <1000mg/kg

50mg/kg <1000mg/kg

IEC 62321-8:2017/ GC-MS

50mg/kg <1000mg/kg

50mg/kg | <1000mg/kg

VERE Note:

“<” =/NF26TF Less than or equal to
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WRFRFEE (Test Flow Chart)

1L . 8. k. AEREIKRER

FE b 1] % % ( K S FR R
6+
Pb/Cd l ;]
Hg
Tk i / R BB HE AT R 1 v v v
T iR TR B AT R i i 4@ &RV E AR
ik v Y
YT
a— A 8 ﬁ”f’&@ Pk L
Wl it y ‘
i Ui pH % ‘
l ¢ 7.5+0.5 Mo REREHEE
AL /T2
;QE?LE] ;ZFF%JC ICP-OES % #t l
¢ IR E R A l
i ¢ UV-Vis M
v UV—ViS éj\*ﬁ‘
ICP-OES
il ¢ [ 0.1pg/em®. 0.13pg/cm’
¢ Ve sl PRAEVE R LE AL
B ab P ¢
BehEab g

M5 L LRI % AF, R CA e OGS IHR T 2 5R 41 .
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1.ForPb, Cd, Hg, Cr®*

Sample Preparation » Sample Measurement
cr®
Pb/Cd l ¢
He | |
Acid  digestion  with — Y ' ' Nonmetallic material Metal coating material
microwave/hotplate Acid digestion with ¢ ¢
¢ microwave/hotplate
Sample Boiling water extraction
Filtration ¢
pretreatment
I Filtration A
v v v ‘
. . ¢ ] Adding
Solution Residue pH adjustment to . .
. 1,5-diphenylcarbazide
Solution 7.5+£05
¢ ¢ for color development
1.Alkali Fusion/Dry CP-OES i v
Ashing _ . e ) Test with UV-Vis
. . ¢ 1,5-diphenylcarbazide
2.Acid to dissolve l
for color development
DATA ] 5
¢ Compare with 0.1pg/cm
v d 0.13pg/em’
UV-Vis .
ICP-OES 7 standard solution
¢ DATA v
DATA DATE

These sample were dissolved totally by pre-conditioning method according to above flow chart (Cr®" test method
excluded)

2. PBBs, PBDESs, DBP, BBP, DEHP FIDIBPH#ll ik 2Bl (The Test Flow Chart of PBBs, PBDEs,DBP, BBP,
DEHP and DIBP)

FF it 1] 2% > FRE p| A IEIEIEE R
Cutting/Preparation Weigh Sample Sample solvent extraction M e TR AL
Concentration/ Dilution
Kl a3 B GC-MS 73#r | i N of Extracted solution
DATA ) GC-MS ) Filtration |
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MR PSR, St ik d, H4

&, HA RS A AGC10379200501-001

As client’s request, add this report that the results are copied from report No.: AGC10379200501-001.

B & B B (The photo of the sample)
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AGC10379200501-005
B AR T AGC IEAHR #5458 A
AGC authenticate the photo on original report only
***?&%%%***
*** End of Report™**
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